Ingeo2009 Current Technology
PVC (Suspension)
Polypropylene

LD Polyethylene

PET (Amorphous)

PET (55P)

Polystyrene*

Polycarbonate

Mylon
Mylon 66

From Cradle to Polymer Factory Gate (KG CO,; EQ. / KG POLYMER)

Ingeo2009 Current Technology
PVC (Suspension)
Polypropylene

LD Polyethylene

PET (Amorphous)

PET (S5P)

Polystyrene®

Polycarbonate

Mylan
Mylon 66

From Cradle to Polymer Factory Gate (MJ / KG POLYMER)

20

40

60

BO

Source: Industrial Biotechnology, Volume 3, Number 1, 2007, Page 58-81.
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